
Technical Requirements:

The surface of the product components must be free from contamination, defects, and damage.
Position indexing must be clear and precise, with no missing positions or malfunctioning position 
engagement.
Rotation and return movements must be smooth, without sticking or hesitation.
Surface �nish: blue-white zinc plating + chrome plating.
Salt spray resistance: more than 24 hours.
The drawing shows the left-hand part; the right-hand part is its symmetrical counterpart.
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